
Verfwaren ISO 13885-2 Binders for paints and varnishes -- Gel permeation 

chromatography (GPC) -- Part 2: N,

N-Dimenthylacetamide (DMAC) as eluent

ISO 13885-3 Binders for paints and varnishes -- Gel permeation 

chromatography (GPC) -- Part 3: Water as eluent

ISO/TS 23973 Liquid Chromatography at Critical Conditions (LCCC) 

Chemical heterogenity of polyethylene oxides

ISO 8502-15 Preparation of steel substrates before application 

of paints and related products -- Tests for the 

assessment of surface cleanliness -- Part 15: 

Extraction of soluble contaminants for analysis by 

acid extraction

ISO 12944-5 Paints and varnishes -- Corrosion protection of 

steel structures by protective paint systems -- 

Part 5: Protective paint systems

ISO 22553-7 Paints and varnishes -- Electro-deposition coatings -- 

Part 7: Electrical wet-film resistance

ISO 22553-8 Paints and varnishes -- Electro-deposition coatings -- 

Part 8: Electric charge density

ISO 22553-9 Paints and varnishes -- Electro-deposition coatings -- 

Part 9: Stoving loss

ISO 22553-11 Paints and varnishes -- Electro-deposition coatings -- 

Part 11: Bath stability

ISO 22553-12 Paints and varnishes -- Electro-deposition coatings -- 

ISO 15528 Part 12: Sedimentation on horizontal areas

EN 13523-20 Coil coated metals - Test methods - Part 20: Foam 

adhesion

EN 12206-1 Paints and varnishes - Coating of aluminium and 

aluminium alloys for architectural purposes - Part 1:

Coatings prepared from coating powder

ISO 3262-19 Extenders for paints - Specifications and methods 

of test - Part 19: Precipitated silicaExtenders for 

paints - Specifications and methods of test - Part 19: 

Precipitated silica

Metallieke deklagen ISO 18086 Corrosion of metals and alloys -- Determination of 

AC corrosion -- Protection criteria

ISO/AWI 24020 Corrosion of metals and alloys Standard test 

method for particle-free erosion corrosion of 

metallic materials by jet-in-slit

ISO/AWI 23721 Corrosion of metals and alloys -- Rating method of 

rust and stains of atmospheric corrosion for 

stainless steels

EN 15339-2 Thermal spraying - Safety requirements for thermal 

spraying equipment - Part 2: Gas control units

ISO 14922 Thermal spraying - Quality requirements for 

manufacturers of thermal sprayed coatings - 

Quality assurance system

ISO 3613 Metallic and other inorganic coatings - Chromate 

conversion coatings on zinc, cadmium, 



aluminium-zinc alloys and zinc-aluminium alloys - 

Test methods

ISO 9220 Metallic coatings - Measurement of coating 

thickness - Scanning electron microscope method

ISO 1463 Metallic and oxide coatings - Measurement of 

coating thickness - Microscopical method

ISO 4518 Metallic coatings - Measurement of coating 

thickness - Profilometric method


